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REPORT 

6 ThermalBlock coated CRS 

panels 

TesUMethod 

Pencil Hardness 
(ASTM 03363) 

Dry Film Thickness (OFT), mils 
(ASTM 07091) 

Dry Adhesion 
(ASTM 03359, Method A) 
(ASTM 03359, Method B) 

RESULTS 

Panel-A 

4B 

PanelC 

5-5.5

5A 
5B 
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